
 Ei = 4.966 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Ge (1,3,3) 4.776 74.12 112.8667 119.15 1.4131 168.37 17.66 169.29

LiNbO3 (0,-3,6) 4.96 87.14 310.648 337.1 0.248 83.52 3.1 83.58

LiNbO3 (-3,3,6) 4.96 87.14 310.647 337.1 0.248 83.52 3.1 83.57

LiNbO3 (0,3,6) 4.96 87.14 296.836 326.7 0.248 80.94 3.1 81

LiNbO3 (0,3,-6) 4.96 87.14 210.322 337.1 0.248 83.52 3.1 83.58

LiNbO3 (0,-3,-6) 4.96 87.14 202.683 326.7 0.248 80.94 3.1 81

Quartz (-3,3,2) 4.936 83.74 105.58 104.3 0.545 56.84 6.81 57.24

Quartz (-3,0,-2) 4.936 83.74 105.578 104.3 0.545 56.84 6.81 57.24

Quartz (0,3,-2) 4.936 83.74 105.575 104.3 0.545 56.84 6.81 57.24

Quartz (3,-3,-2) 4.936 83.74 105.573 104.3 0.545 56.84 6.81 57.24

Quartz (3,0,2) 4.936 83.74 105.571 104.3 0.545 56.84 6.81 57.24

LiNbO3 (0,1,-10) 4.683 70.56 80.472 86.6 1.752 151.68 21.91 153.26

Quartz (-3,3,-2) 4.936 83.74 78.656 83.7 0.545 45.58 6.81 46.09

Quartz (3,-3,2) 4.936 83.74 78.655 83.7 0.545 45.58 6.81 46.09

Quartz (-3,0,2) 4.936 83.74 78.651 83.7 0.545 45.58 6.81 46.09

Quartz (3,0,-2) 4.936 83.74 78.649 83.7 0.545 45.58 6.81 46.09

Quartz (0,3,2) 4.936 83.74 78.624 83.6 0.545 45.57 6.81 46.07

LiNbO3 (2,2,0) 4.817 75.92 75.613 90.8 1.246 113.11 15.57 114.18

LiNbO3 (0,-1,10) 4.683 70.56 74.264 86.6 1.752 151.68 21.91 153.26

Quartz (0,1,-4) 4.814 75.78 50.245 49.6 1.258 62.47 15.73 64.42

Quartz (-1,0,-4) 4.814 75.78 50.218 49.6 1.258 62.44 15.73 64.39

Quartz (1,0,4) 4.814 75.78 50.217 49.6 1.258 62.44 15.73 64.39

Quartz (-1,1,4) 4.814 75.78 50.214 49.6 1.258 62.44 15.73 64.39

Quartz (1,-1,-4) 4.814 75.78 50.212 49.6 1.258 62.44 15.73 64.39

LiNbO3 (1,1,9) 4.69 70.81 19.253 36.9 1.728 63.77 21.6 67.33

Sapph (0,2,-8) 4.861 78.22 14.355 22.8 1.036 23.64 12.95 26.95

Quartz (-1,0,4) 4.814 75.78 11.298 16.1 1.258 20.3 15.73 25.68

Quartz (1,0,-4) 4.814 75.78 11.296 16.1 1.258 20.3 15.73 25.68

Quartz (1,-1,4) 4.814 75.78 11.292 16.1 1.258 20.3 15.73 25.68

Quartz (0,-1,-4) 4.814 75.78 11.289 16.1 1.258 20.29 15.73 25.67

Quartz (0,1,4) 4.814 75.78 11.288 16.1 1.258 20.29 15.73 25.67

LiNbO3 (1,2,-7) 4.83 76.58 5.705 22.2 1.185 26.31 14.81 30.19

(-2,1,9), (-2,1,-9)

Equiv. Refl.: (0,-2,8), (2,0,8), (2,-2,-8), (-2,0,-8), (-2,2,8)

Equiv. Refl.: (-1,1,-4)

Equiv. Refl.: (1,-3,7), (2,1,7), (2,-3,-7), (3,-1,7), (3,-2,-7), (-1,3,-7), (-1,-2,7), (-2,3,7), (-2,-1,-7)

(-3,1,-7), (-3,2,7)

Equiv. Refl.: (1,-1,-10), (-1,0,-10)

Equiv. Refl.: (0,-3,-2)

Equiv. Refl.: (2,-4,0), (4,-2,0), (-2,4,0), (-2,-2,0), (-4,2,0)

Equiv. Refl.: (1,0,10), (-1,1,10)

Equiv. Refl.: (0,-1,4)

Equiv. Refl.: (1,1,-9), (1,-2,9), (1,-2,-9), (2,-1,9), (2,-1,-9), (-1,2,9), (-1,2,-9), (-1,-1,9), (-1,-1,-9)

Equiv. Refl.: (3,1,3), (3,3,1)

Equiv. Refl.: (3,0,6)

Equiv. Refl.: (3,-3,6), (-3,0,6)

Equiv. Refl.: (3,-3,-6), (-3,0,-6)

Equiv. Refl.: (3,0,-6), (-3,3,-6)

Equiv. Refl.: (0,-3,2)


